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PORTLAND CEMENT CONCRETE BASE
FIELD SECTION 309

309.1 Scope. To define responsibilities and establish procedures for determining and reporting thickness and
preparing a 2AA summary sheet for portland cement concrete base.

309.2 Apparatus. The apparatus and materials required are listed in Field Sec 502 of this Manual.
309.3 Procedure.

309.3.1 Base Thickness Cores. The procedures for obtaining and measuring thickness cores are the same
as for pavement thickness cores, shown in Field Sec 502 of this Manual.

309.3.2 2AA Summary Sheet for Concrete Paving. The procedures and responsibilities for these
records are the same as for portland cement concrete paving, shown in Field Sec 502 of this Manual.

309.4 Report. Test resultsare to be reported as shown in Field Sec 502.
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